
Table 1 Peak load for three rocks specimens by laboratory experiment 

Types 
Peak load (kN) 

Granite Marble Sandstone 

A 277.48 224.88 188.29 

B 202.28 165.71 132.03 

C 116.14 101.35 84.45 

D 113.97 96.67 79.23 

E 112.31 95.37 70.18 

F 109.01 91.08 68.27 



 


